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CHANGE LETTER

POLICY AND PROCEDURES DIRECTIVE MANUAL CHANGE LETTER NO. 3

SUBJECT: DATE OF ISSUE:
Title Page, P.P.D. No. 80-1, 81-2, 81-3, 81-4,

JULY 1985
81-5, 82-1, 82-2, 82-4, 82-5, 82-6, 85-1, 85-2,

85-3, 85-4, 85-5, 85-6, 85-7, 85-8 and 85-9. EFFECTIVE DATE:

JULY 1985

SUMMARY

1. Title Page
attached.

Please remove existing title page and replace with the

2. The following P.P.D.'s are hereby deleted:

P.P.D. No. 81-3, "Asphalt Penalties"

P.P.D. No. 81-5, "Correlation of Sample Test Results ll

(This is superseded by Section 4 of the July 1985
Sampling Guide Schedule).

P.P.D. No. 82-1, "Section 406 - Asphaltic Concrete Specifications"

P.P.D. No. 82-2, "Submittal of Material and Requesting Bituminous Mix
Designs"

P.P.D. No. 82-5, IIBituminous Mix Design Request and Report Form"

3. P.P.D. No. 85-1, "Sampling, Testing, and Acceptance of Emulsified
Bituminous Materials", supersedes P.P.D. No. 81-4 and 81-4 Revised.
(P.P.D. No. 81-4 Revised had limited distribution to ADOT personnel in
an interim measure).

4. P.P.D. No. 85-2, "Sampling, Testing and Acceptance of Reinforcing Bars",
supersedes P. P. D.• No. 82-4.

5. P.P.D. No. 85-3, "Curing Compounds", supersedes P.P.D. No. 81-2.

6. P.P.D. No. 85-4, "Asphalt Cement Liquid Additives", supersedes P.P.D.
No. 80-1, "Liquid Anti-Stripping Additives ll

•

7. P.P.D. No. 85-5, "Guidelines for Inspection and Acceptance of Timber
Guardrail Posts and Blocks", supersedes P.P.D. No. 82-6.
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8. The following new P.P.D. 's are issued:
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P.P.D. No. 85-6, "Certification and Acceptance of Hydraulic Cement
and Fly Ash"

P. P. D. No. 85-7, "Certification and Acceptance of Geotextiles (Filter
Fabric) II

P.P.D. No. 85-8, IIIssuance of White, Yellow or Blue Test Reports"

P.P.D. No. 85-9, "provisional Seal Coat"

GI:ng
Attachments


